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Authorizing Company: ETEM S.A.

Sound Insulation &s®

Specimen description:

Single sash side/bottom hung
aluminium window E-45 series

Area : 1,9 m’
Total glazing thickness: 49 mm

Layers:

Thermal insulating glazing
(8+4)+27+(4+4) mm
Gap full with gas

Two rubber seals between

sash frame and glazing
Three rubber seals between

sash and frame

Test rooms:

Volumes:
V source =287 m
Vreceiving = 43,8 m’

Type of room  ; Laboratory tesi room
Room condition: Empty

Exeitation o White noise

Filter o 143 octave

Evaluation according to SO 71771

Weighted Sound Reduction Index

Ry =42 dB

fi{Hz):

Dimensions in mm
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